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SILKSCREEN TOP
SOLDER MASK TOP

LAYER 1 - TOP ETCH - 1 0Z.
LAYER 2 - GND PLANE - 1 O0Z.
LAYER 3 - GND PLANE/ SIG - 1 O0Z.
LAYER 4 - BOTTOM ETCH - 1 0Z.

SOLDERMASK BOTTOM
SILKSCREEN BOTTOM

(UNLESS OTHERWISE SPECIFIED) :

MATERIAL : FR-4

NUMBER OF LAYERS: 4

FINISH: HOT AIR SOLDER LEVELED (HASL)

SOLDER MASK BOTH SIDES WITH LIQUID PHOTO IMAGEABLE SOLDER MASK (LPI),
SILKSCREEN TOP AND BOTTOM SIDE WITH WHITE EPOXY NON CONDUCTIVE INK.

SOLDERED ENTITY.

GREEN.
SILKSCREEN MAY BE TRIMMED OFF ANY

NOTE: NOMINAL THICKNESS = 40 MILS (+/-10%)
-
— .779
E DRILL CHART: TOP to BOTTOM
. ALL UNITS ARE IN MILS
FIGURE SIZE TOLERANCE PLATED QTY
0 12.0 +0.0/-12.0 PLATED 25
° 31.0 +3.0/-3.0 PLATED 4
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