
Test Report

Cross Head Speed 2.000 mm/min
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Results

Specimen label
Thickness

[mm]
Width
[mm]

Maximum Load
[N]

Tensile stress at
Maximum Load

[MPa]
1 ID. A1 1.820 25.720 1,191 25
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Specimen label
Thickness

[mm]
Width
[mm]

Maximum Load
[N]

Tensile stress at
Maximum Load

[MPa]
2 ID. A2 1.710 25.740 1,191 27
3 ID. A3 1.710 25.740 1,174 27
4 ID. B1 1.900 25.600 1,184 24
5 ID. B2 1.900 25.770 643 13
6 ID. B3 1.920 25.720 1,125 23
7 ID. C1 1.960 25.770 1,253 25
8 ID. C2 1.890 25.700 694 14
9 ID. C3 1.910 25.540 1,247 26

10 ID. D1 2.010 25.180 543 11
11 ID. D2 1.890 25.700 1,054 22
12 ID. D3 1.910 25.700 1,150 23
13 ID. E1 1.910 25.700 999 20
14 ID. E2 1.930 25.700 1,089 22
15 ID. E3 1.930 25.700 1,153 23
16 ID. F1 1.860 25.700 1,054 22
17 ID. F2 1.910 25.700 356 7
18 ID. F3 1.910 25.700 1,128 23
19 ID. G1 1.980 25.700 176 3
20 ID. G2 1.950 25.710 138 3
21 ID. G3 1.960 25.710 145 3
22 ID. H1 1.990 24.950 112 2
23 ID. H2 1.970 25.250 152 3
24 ID. H3 1.970 24.960 157 3
25 ID. I1 1.830 24.820 168 4
26 ID. I2 2.110 24.710 106 2
27 ID. I3 1.950 24.790 267 6
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